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Résumé

Cet étude présente et analyse d'une part les résultats d'une série d'essais de laboratoire
d'identification de compactage, de poinçonnement et de gonflement libre effectuée sur une argile
expansive obtenu à partir d'un site situé à la ville de Sidi Hadjres (wilaya de M'sila), où
d'importants désr:rr,ttts âÈpÈr?tissÈfit ftquemmer* *am lts itïftâstruùhres toutiùes et rians les
constructions légères , d'autre part d'éfudier I'effet de cure du traitement sur la portance de cette
argile. Les résultats obtenus montrent que les valeurs des paramètres déduites de ces essais sont
canccrdantes çt *srJir:nent :'aruélieration & la p*ltar*s & I'argil* axprxive stabilisee au
cimenl

Mots clés: Argile expansive, stabilisation, ciment capacite portante, Proctor, CBR, gonfle+ment
libre.

Abstraet

This study presents and analyzes the one hand, the results of a series of laboratory tests

identilîcation, compaction, punching and hee swelling pertbrmed on an expansive clay obtained

from a site in the ciS Sidi Fladjres {rlrilaye M'sila} where signifieant dis*rders frequently a?Wer

in roads and in light construction and secondly to study the resistance of clay treatment on over

time. The results show that the values of derived parameters of these tests are consistent and

csnfirm the imprcr-enrentof the 1iftaf the wparsive cl*g stabili=*,wjtlr ce$reÉ

Key words: Clay expansive, stabilization, cement, bearing capacity, Proctor, CBR, free

swelling.


